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Abstract 

Four samples of bentonite, two ofperlite, a kaolin and a pumice sample from five 
mines of Milos Island, have been investigatedfor their Cation Exchange Capacity 
(CEC) and the mineralogical composition (wt. %), by using the Ammonium Acetate 
Saturation (AMAS) method and X-Ray Powder Diffraction (XRPD) method. respec
tively. The bentonite samples contain 68-100 wI. % clay minerals and show CEC 
values of35-121 meq/100g. while the kaolin sample contain 41 wt.% clay minerals 
and show CEC value of28 meq/100g. The amorphous materials are the main con
stituent of the perlite samples (73-77 wt. %) and pumice sample (88 wI. %). The CEC 
values ofperlites were 3-4 meq/100g, while the pumice sample showed a CEC value 
of 73 meq/1 DOg. The CEC of the samples showed positive correlations with the total 
content of microporous minerals (clay minerals+micas) as well as with the micro
porous minerals+amorphous content, mainly affected by the clay minerals content. 
Key words: bentonite, kaolin, perlite, pumice, CEC. 

Tf::aacpa. &iYIia.W wrevrovlrry, 060 1rephTry, iva. Ka.O;{ivry K(J.l eva Kiaa'7Prye; a1rO TC8VU: 
opvxcia Trye; Nr;aov MryAOV, Iiderr;OryKav we; 1rpo~' rryv IOvroa.vwJ).aKTlKr; rov~' lKavo
TilT(/. (lAI) KW TIlV OpVKW}OYlIO; rove; a6aram7 (% K.fJ.) lif ne; w:006ove; WV KOpfujLOV 
UC O(IKO a.,llIiWVIO KW Tile; 1replO},O.allieTp[CJ.e; CJ.Krivwv-X, CJ.VrlarOlxa. Ta. &fYliaw TOV 
f.l1rfvroVlrll 1rfpd:xovv 68-100% K.fJ. apYlhKo. OpVKTo. K(J.l 7[a.povauil;ovv IAI 35-121 
meq/100g, evw ro &iyf.la. wv Ka.O)"iv77 7[1:.'{Jlfxn 41% K.fJ. a.PYI},IKo. opvKTa KW 7[apOV
alal;n 1AI 28 meq/100g. Ta. alioprpa. vAIKa CJ.7[OTdovv ro KVplO avaraTlKO rwv &tylia
TWV TOV 1rep)"irr; (73-77% 1(./1.) KW rov oc;iYIia.TOe; Tl7~' KiuallP!1~' (88% K·fJ.) 01 Tlf.lt~· 

Tile; lAl TWV 7[ep)"mvv elV(J.l 3-4 meq/lOOg, evo) rov &iYIi(J.TOe; TIl( Kiua77Prye; 73 
meq/100g. H IA1 TWV &IYWiTWV elirpavil;£l 8erlK1 avuxtnm7 w: Tie; 1r1:.'{JU::KTlKOTIlTee; 
rov O'vvo..1.ov TWV IiIKPO-7[opw(5wv OpVKrWV (a.pYl)"iKa OPVKTo.+liaPf.Wpvyiee;), Ka.8we; 
Kal lie TO u6VOAO IiIKpO-1rOPWOWV OpVKTwv+apoprpa v..1.lKa, I:.'7[IlPw(O,llevry KvpiCIJe; a.1rO 
ro 1roaoaro TWV a.PYlAIK(]JV OPVKrCuv. 
Ai?w; KJ.ezoui: li7[evwviTIl~', Kao)"ivllr;, 7[epAiTIle;, Kiaurypll, 1Al. 
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1. Introduction 

In Milos Island many mineral deposits (bentonite, kaolin, barite, sulphides, sulphates, alunite, 
perlite, manganese, obsidian, crystalline and non crystalline silica, diatomite, pozzolana and 
zeolite) are found. The bentonite, kaolin, perlite, barite, pozzolana and amorphous silica are 
mainly exploited (Decher et at. 1996, Stamatakis et al. 1996, Perraki and Orfanoudaki 1997, Hein 
et at. 1999, Hein et at. 2000, Drakoulis et at. 2005). 

The mineralogical composition and the cation exchange capacity of the industrial minerals are 
important factors for classifying the type of applications and uses. Concerning perlite and pumice, 
amorphous-rich industrial minerals, certain uses are affected from the sorption ability of the 
contained amorphous material, such uses are for perlite: carrier for herbicides, pesticides, 
insecticides and fertilizers, for pelletizing seed, soil conditioner and rooting medium, and for 
pumice: soil substitute and additive, catalyst carrier, floor sweep products, acid-washing, grease 
collector in gas-fired grills, herbicide, fungicide and pesticide carrier (Harben 2002). 

In the present paper the cation exchange capacity is correlated with the mineralogical composition 
of the industrial minerals of Milos Island. In particular, bentonite, kaolin, pumice and perlite have 
been collected from different mines of the island. 

2. Materials and Methods 

Representative bulk samples 
having a weight of ~20 kg each 
were collected from five mines 
of the island. More precisely, 
four samples of bentonite, one of 
kaolin, one of pumice and two of 
perlite were collected. The 
approximate location of the 
studied samples is shown in 
Figure I, while their precise 
location is given in Table 1. Each 
sample was ground «125 11m), 
homogenized and separated into 
two equal portions. The first 
portion was used to determine 
their cation exchange capacity. 
The second pOltion was ground 
further «63 IJm) and used for 
mineralogical analysis. 

The semi-quantitative minera
logical composition of the 
samples was determined by x
Ray Powder Diffraction (XRPD) 
method. XRPD analysis was 
performed using a Philips 
PWl710 diffractometer with Ni
filtered CuKu radiation on 
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Figure 1 - Simplified geological map of Milos Island 
(modified after Fytikas 1977) and sample location 

randomly oriented samples. The samples were scanned fi-om 3 to 63° 28 at a scanning speed of 1.2 
o/min. Semi-quantitative estimates of the abundance of the mineral phases were derived from the 
XRPD data, using the intensity of specific reflections, the density and the mass absorption 
coefficient for CuKa radiation, for the minerals present. 
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The semi-quantitative estimation of the percentage of total amorphous material was achieved by 
comparing the area of each broad background hump, which represented the amorphous material in 
each sample, with the analogous area of standard mixtures of minerals with different contents of 
natural amorphous material, scanned under the same conditions (Kantiranis et al. 2004b, Drakoulis 
et al. 2005). 

The ammonium ion is most commonly used for CEC testing of materials and the results therefore 
are referred as ammonium exchange capacity. The ammonium cation exchange capacity of the 
studied samples was determined according to the AMmonium Acetate Saturation (AMAS) method 
(Kantiranis et al. 2004a, Drakoulis et of. 2005). 

3. Results and discussion 

The semi-quantitative mineralogical compositions and the cation exchange capacity of the studied 
samples are presented in Table 1. Micas and clays constitute the microporous minerals of the sam
ples, while the non-microporous minerals are quartz, feldspars, calcite, barite and gypsum. 

Table 1. Mineralogical composition and cation exchange capasity (CEC) of the studied sumplcs. 

Location 
from Adam.s 
VlHage 

Rock Type Samples Mi CI TMM A TMM+A Qz Fs Cc Ba Gy TNM 
CEC 

meq/lOOg 

4.3 km E22N 
Aggeries mine 

Bentonite MILS 100 100 . 100 . . - - 106 

Bentonite MIllO 98 9S 2 100 - - 121 

Bentonite MIL2l - 68 68 68 3 2 16 II 32 35 

5.9 km El5N 

KOllo 111ioe 

Bentonite MILl7 96 96 96 2 2 - - 4 93 

Pumice MIL26 - - 88 88 12 

-

12 73 

8.4 km W24S 
Ralaki mine 

Kaolin MILl2 - 41 41 8 49 22 2 27 51 28 

5.3klllN31W 
Trahilas mine 

Perlite MIL29 5 - 5 73 78 17 5 - - 22 3 

7.2 km S23E 
Tsi c1rado mine 

Perlite MIL30 - - 77 77 18 5 23 4 

Mi: Micas, Cl: Clay minerals, TMM: TOEa! Mieroporous Minerals, A: Amorphous marerial, Qz: Quartz, Fs: Feldspars, Ce. Calcite, 
Ba: Barite, Oy: Gypsum, TNM: Tocal Non Microporous Minera).,. 

Clay-rich samples (bentonite and kaolin) and amorphous-rich samples (pumice and perlite) were 
identified in the investigated materials. The bentonite samples contained 68-100 wt.% montmoril
lonite, while the kaolin sample contained 41 wt.% kaolinite. The pumice and perlite samples con
tained 73-88 wt. % amorphous material. 

Several researchers in their individnal sampling of bentonite, pumice and perlite from near-about 
the same mines or locations, rendered more or less similar results concerning the composition of 
clay minerals for bentonites (Decher et 01. 1996, Kantiranis et af. 2005) and amorphous material 
for pumice and perlite (Drakou1is et 01. 2005). The similarities apply for the cation exchange ca
pacity concerning the bentonites (Kantiranis et af. 2005). The higher CEC values for perlites and 
pumice are mainly explained by the differences observed in the chemistry of the amorphous mate
rial contained in their samples (Drakoulis et 01. 2005). 

The CEC of the samples mainly depends on the type and content of the clay mineral. A good posi
tive correlation is observed between CEC and the clay mineral content of the samples (Fig. 2). The 
same good positive correlation exists between the CEC and the total microporous minerals (clay 
minerals+micas) of the samples (Fig. 3). A general positive correlation exists between CEC and 
the total microporons minerals+amorphous material (Fig. 4), since amorphons materials inclndes 
anionic charges that are responsible for the sorption ability of the amorphous materials, 
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Figure 2 - Correlation between CEC and clay minerals content 
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Figure 3 - Correlation between CEC and total microporolls E;nerals 

depending on their chemistry (Drakoulis et aI. 200S). The pumice sample (CEC 73 meq/l00g) 
seems to include much more anionic charges than the perlite samples with negligible CEC values 
(3 & 4 meq/IOOg), resulting to a modest cOlTelation presented in Fig. 4. 

4. Conclusions 

The bentonite samples contain up to 100 wt.% clay minerals and the Cation Exchange Capacity 
(CEC) reaches values up to 121 meq/I OOg. The kaolin sample contains 41 wt.% clay minerals and 
exhibit a CEC value of 28 meq/l OOg. The perlite and pumice samples are mainly rich in amor
phous material (up to 88 wt.%) and show very low CEC values (3 and 4 meq/l OOg), while the 
pumice sample show a much higher CEC value of 73 meq/l OOg. The cation exchange capacity of 
the studied industrial minerals show a positive correlation with clay minerals content, as well as 
with the microporous minerals (clay minerals+micas)+amorphous materials, The cation exchange 
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Figure 4 - Correlation between CEC and total microporolls minerals + amorphous material 

capacity is mainly affected by the clay minerals contained in the rock samples. The amorphous 
material probably affected to a less extent the CEC values, depending on their chemistry and de
spite of their lack in crystallinity, since the chemical structure of the amorphous material includes 
anionic charges and thus may result to their sorption ability. 
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